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Applicant: WEIGUANG PACKAGING MATERIAL(SHENZHEN)CO.,LTD. 

Address：NO.35 XINGHU RD. HONG XING COMMUNITY GONG MING STREET GUANGMING NEW 

          STRICT SHENZHEN CITY 

Report on the submitted sample said to be 

Sample name：PP SHEET  

 

Sample received date：Mar 04,2015 

Sample test period：From Mar 04,2015 to Mar 07,2015 

 

Testing Requested: 

As specified by client, to determine the Lead, Cadmium, Mercury, Hexavalent Chromium PBBs & PBDEs content 

in the submitted sample in accordance with Directive 2011/65/EU(RoHS) 

 

Test method: 

With reference to IEC 62321:2008 Ed 1.0 Electrotechnical products-Deterrmination of levels six regulated 

substances 

Testing Item Pretreatment Method Measuring Instrument MDL 

Lead(Pb) IEC 62321: 2008 Ed 1.0 Section 8 ICP-OES 5mg/kg 

Cadmium(Cd) IEC 62321: 2008 Ed 1.0 Section 8 ICP-OES 5mg/kg 

Mercury(Hg) IEC 62321: 2008 Ed 1.0 Section 7 ICP-OES 5mg/kg 

Chromium(VI) IEC 62321: 2008 Ed 1.0 Annex C UV-VIS 2mg/kg 

PBBs/PBDEs IEC 62321: 2008 Ed 1.0 Annex A GC-MS 5mg/kg 

 

 

 

******FOR FURTHER DETAILS,PLEASE REFER TO THE FOLLOWING PAGE(S)****** 

         

 

Signatories： 

 
John Yue 

Lab Manager 
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Test Results: 
Result

Item Unit RoHS Limit 
001 

Lead(Pb) mg/kg 1000 ND 

Cadmium(Cd) mg/kg 100 ND 

Mercury(Hg) mg/kg 1000 ND 

Chromium(VI) mg/kg 1000 ND 

Conclusion - - Pass 

 

Result
Flame Retardants Unit RoHS Limit 

001 

PBBs mg/kg 1000 ND 

MonoBB mg/kg / ND 

DiBB mg/kg / ND 

TriBB mg/kg / ND 

TetraBB mg/kg / ND 

PentaBB mg/kg / ND 

Hexabb mg/kg / ND 

HeptaBB mg/kg / ND 

OctaBB mg/kg / ND 

NonaBB mg/kg / ND 

DecaBB mg/kg / ND 

PBDEs mg/kg 1000 ND 

MonoBED mg/kg / ND 

DiBDE mg/kg / ND 

TriBDE mg/kg / ND 

TetraBDE mg/kg / ND 

PentaBDE mg/kg / ND 

HexaBDE mg/kg / ND 

HeptaBDE mg/kg / ND 

OctaBDE mg/kg / ND 

NonaBDE mg/kg / ND 

DecaBDE mg/kg / ND 

Conclusion - - Pass 
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Specimen Description: 

001：PP SHEET （MIXED） 
 
Note： 

- mg /kg = ppm 

- ND= Not Detected (< MDL) 

- MDL= Method Detection Limit 

                                                          

Photograph of Sample 

 

*** End of Report *** 

This report is considered invalidated without the Special Seal for Inspection of the TCT,This report shall not be 

altered,increased or deleted,The results shown in this test report refer only to the sample(s)tested. Without 

written approval of TCT,this test report shall not be copied except in full and published as advertisement 
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